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Pavement Database: NetworkID: Unalaska
. Last Age
Branch ID Section ID Last Surface Use Rank [Lanes| True Area Inspection At PCI
Const. (SaFt) Date  Inspection
Date
100 (Taxiway A) 100-01 08/01/1998 APC TAXIWAY P 0 113750.00 05/28/2003 5 67.00
200 (Taxiway B) 200-01 08/01/1998 APC TAXIWAY S 0 17648.00 05/28/2003 5 81.00
200 (Taxiway B) 200-02 09/01/1943 PCC TAXIWAY T 0 9000.00 05/29/2003 60 0.00
4100 (Terminal Apron) 4100-01 08/01/1998 APC APRON P 0 192916.01 05/28/2003 5 85.00
4200 (Hangar Apron) 4200-01 09/01/1943 PCC APRON T 0 61316.00 05/28/2003 60 1.00
6100 (Runway 12-30) 6100-01 08/01/1998 AC RUNWAY P 0 33660.00 05/28/2003 5 69.00
6100 (Runway 12-30) 6100-02 08/01/1998 APC RUNWAY P 0 364140.01 05/28/2003 5 56.00
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Arithmetic PCI Weighted
Average Standard Average
Average Total Number PCI Deviation PCI
Age Age At Area of

Category Inspection (SqFt) Sections
03-05 5.00 722114.02 5 71.60 10.38 66.70
over 40 60.00 70316.00 2 0.50 0.50 0.87
All 20.71 792430.02 7 51.29 33.30 60.86




